REDKINO CATALYST ’ﬂ PEAKUHCKUIA KATAJTIN3ATOPHbIN
COMPANY 8 3ABO/1

RC_409 STANDARD TY PK_409

38.10249-92
(MA-15) (MA-15)
Selective hydrogenation Katanusartop ceneKtmBHoro
catalyst rmapupoBaHus
APPLICATION OB/IACTb NPUMEHEHUA
Selective hydrogenation (removal) of CeneKkTuBHOE rugpupoBaHue (yaaneHue)
acetylene impurities and diene npumecei aueTuieHa u AUeHOBbIX
hydrocarbons in liquid and gas products of YyrneBoA0poA0B B XKUAKUX U ra3006pasHbIX
pyrolysis. NPOAYKTOB NUPOAU3a
SERVICE CONDITIONS YCNOBUA SKCNNYATALUA
Operating temperature range, °C 200-280 TemnepaTtypa akcnayaTaumm, °C
Pressure, MPa, max. 3,1 HasnerHune, MlMa
Volumetric flow, h-1 8000-10000 O6beMHas CKOPOCTb Mo 6eH3oNy, 4
Residual of acetylene, ppm, no 10 OcTaTo4yHOE coaeprKaHue
less than aueTuaeHa, ppm
Life time, years 1,5 CpoK cnyxbbl, net
SPECIFICATIONS TEXHUYECKUE XAPAKTEPUCTUKU
Cylindrical-
shape .
Form - factor extruded BHewHn Bug,
granules
Support media yAl,O3 Hocutenob
Mass fraction of, % MaccoBasa gons nannagui, %
-palladium 0,50 -Nannagma
- sulfur 0,1-0,2 - cepbl
- iron, no more than 0,02 -¥enesa, He 6osee
- sodium, no more than 0,03 -OKCuaa HaTpus, He bonee
Diameter, mm 3,0 Onametp, mm
Height, mm 3,0-7,0 BbicoTta, mm
Bulk density, kg/dm3 0,5-0,6 HacbinHaa NAoTHOCTb, Kr/am3
Specific surface, m“/g, 200 YaenbHas noBepxXHOCTb, M2/r
no less than
Crushing strength, kg/mm2, no 10 KoaddpuumeHT npoyHocTm
less than ’ (paspes.HoKOM) Kr/mm?, He MeHee
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