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Alkylation of anilines
(aromatic amines) catalyst
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KaTtanusartop ankunmposaHuA
apomaTU4eCKMX aMMUHOB
(aHnnuHoB)

APPLICATION

OBJIACTb NPUMEHEHUA

Manufacture alkyl substituted amines.
Methylaniline production. Getting

monomethylaniline - additives for motor

MonyyeHne OKTaH-NOBbIWAKOLWMX NPUCAAOK K
MOTOPHOMY TONAUBY. ANKMAUPOBaHUE

apomaTuueckux amuHos. Mpons3soacTso

fuel. MOHO-METUIAHWINHA.
SERVICE CONDITIONS YCNOBUA SKCNNYATALUA
Operating temperature range,’C 210- 280 Temnepatypa akcnayaTtaumm, °C
Pressure, MPa, max. 0,1-0,3 Hasnenune, Mla
Space velocity, h™ 800-1100  O6bemHas CKOPOCTb, Y™
Conversion,%, no less than 87,0 KoHBepcus, % 06., He meHee
Selectivity, %, no less than 98,0 CeneKktTUMBHOCTb, % 06., He MeHee
Inter-regeneration mileage, 3000 - 5000 MexpereHepaLUyOoHHbI CPOK CNYKObl,
hour Yachl
SPECIFICATIONS TEXHUYECKUE XAPAKTEPUCTUKU
Cylindrical- .
shape BHewHun Bna,
Form - factor
granules dark
grey
Support media yAl,03 Hocutens
Mass fraction of, % MaccoBasa gons, %
copper 10-14 Meau
manganese 1,8-2,0 MapraHua
Diameter, mm 3,0-5,0 OuameTp, mm
Height, mm 3,0-5,0 OnvHa, mm
Bulk density, kg/dm3 1,2-14 HacblnHas naoTHOCTb, Kr/am’
Specific surface, mZ/g, no less 120 YaenbHasa noBepxHOCTb, M2/r, He meHee
than
Abrasion strength, % mass, no 95,0 MpoYHOCTb NPU UCTUPAHUMU
less than rpaHyn, %, He meHee
Crushing strength by forming, 6,0 MpoYyHOCTb Ha pa3aas/iMBaHME No
MPa obpasytowein, MlMa
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